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Report №. 2022FM06337R01E 

Name of Sample Clean aldehyde antibacterial health leather 

Applicant Jiangmen Hualixing New Materials Co .,Ltd 

Test Type Entrustment Test 

                       $检测章$ 

  

  

  

  

  

Address:  Building 66, No.100 Central Xian Lie Road, Guangzhou, China 

Postcode: 510070 

Tel:     +86 20 87137666 

Fax :    +86 20 87137668 
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GUANGDONG  DETECTION  CENTER  OF  MICROBIOLOGY 

          

REPORT  FOR  ANALYSIS  
 Report №.:2022FM06337R01E  Verification Code：36950721     

Name of Sample Clean aldehyde antibacterial health 
leather 

Test Type Entrustment Test 

Applicant Jiangmen Hualixing New 
Materials Co .,Ltd 

Address 
93 Wenming Road, shaping , 
Heshan City, Jiangmen City, 
Guangdong Province, China 

Sample Source Submitted for Testing by the 
Applicant Sample Quantity One Sample Submitted 

Spec and Lot № 

of Sample 

Model: Model: NP-8232 

Batch No.: 220225001 

Specification: 140cm * 300cm 

State and 

Characteristic 
Nubby 

Sample Received 

Date 
2022-04-13 

Test Completion 

Date 
 2022-04-29 

Item Tested Purification performance 

Test Standard and 

Method 
QB/T 2761-2006 

Test Conclusion 

 

 

 

 

 

 

 

The test data of the sample(s) is attached to the page(s) of this report. 

 

 

 

 

 

 

 

 

 

 

Issue Date：2022-05-06        

(Official Seal) 

       $检测章$ 

Remarks  

   

Editor: 
 

Verifier: 
 

Approver: 
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GUANGDONG  DETECTION  CENTER  OF  MICROBIOLOGY 

  

ANALYSIS AND TEST RESULT 
Report №.: 2022FM06337R01E 

Test pollutants Action time 

    Result 

Removal rate 

 (%) 

Concentration at 24h  

in blank control cabin 

（mg/m
3） 

Concentration at 24h 

in test cabin 

（mg/m
3） 

Formaldehyde 24h 1.09 0.157 85.6 

Benzene 24h 1.11 0.205 81.5 

TVOC 24h 5.61 1.36 75.8 

（Blank below） 

Remarks 1m
2
 sample was placed in a 1.5m

3
 test cabin to test the removal rate.  
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Report №.：2022FM06337R01E                               

 

 

 Notice Items 

 

1.  The test report is invalid without the special stamp of testing and paging seal.  

2.  The test report is invalid without the signatures of the editor, the verifier and the approver. 

3.  The test report is invalid if being supplemented, deleted or altered. 

4.  Without prior written permission, the test report cannot be reproduced, except in full. 

5.  
Unless otherwise stated, the results shown in this test report refer only to the sample(s) 

tested. 

6.  
Any dispute of the test report must be raised to the testing institution within 15 days after 

the test report is received, exceeding which the dispute will not be accepted. 

7.  
For the sample(s) submitted for testing, the sample information is provided by the applicant, 

and this testing institution is not responsible for its authenticity. 
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